
Institutc of Public Hcalth in Ostrava

Ccntrc of Hygicnic Laboratorics
Department or Hygienic Laboratories Ostrava

Testing laboratory No. 1393.3 accredited CIA

Pa'"tyzánské nám. 7, 70200 Ostrava (tel.: 596200167 (111), rax: 596 118661)

TEST REPORT No. : 3125/2007 lOV

Customer: VÍTKOVICE - ENVI, a.s.

Ruská 1142/30

Ostrava - Vitkovice

706 00

Samplc: Enamel blue - smalt

Sarnpling sitc: Not available

Sarnpling datc: not available

Sarnplcd by: Customer

Sarnplc container: Special package (I)

VoluJI1c: 15 pieces

Modc orsarnpling: Not available

Purposc: According to customer's request

Packagc: cardboard cover

Transport or sarn pic: Transport by customer

Batch No:

Order No:

Rcf. No:

Filc No.:

File Codc:

Samplc Rcccivcd:

Samplc Analyzcd:

Sarnpling tirnc: not available

2672

81 ]07V0295

ZU/06] 04/2007

S- ZU/06 I 04/2007

4.1.3

14.6.2007

]4.6.2007- 23.7.2007

Results relate to the object ortesting and do not rcplacc othcr documents.

Thc test report can be reproduced only complete, its part only with the written permission orthis testing laboratory.

These expanded unccrtainties or measurcment are obtained by multiplying or standard uncertainty or measurement by extending

coefticicnt k = 2 (ror confidencc level 95 %), the sampling effects are not taken into account.

For microbiological parameters, uncertainties or measurement are obtained at the 95% confident limit according to Poisson

distribution.

Thc laboratory has been permitted a Ilexible scope or accreditation. The laboratory can include updated standardised and/or

technically equivalent test metliods and modified test methods in given scope or accreditation provided the measuring principle is

observed.

Chcckcd by DCL:

Cornpleted by:

Nurnbcr or pagcs:

Ostrava, datc:

5

30.7.2007

~.r 1",1:;4/
Ing. Vladimíra Nemcová

Head or the Dept. Hyg. Labs Ostrava
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INSTITUTE OF PUBLIC HEALTH OSTRAVA

CEN T R E () F II Y C; lEN 1 CLA BOR A T O R 1 ES

DEP A R T 1\1 E N T O F II Y G lEN I CLA BOR A T () R I E S () STR J\ V A

BATCH NO. : 2672/2007

RESULTS

MethodJ in the column TYPE: ,,/1"accredited",N"non-accredited

RwtltJ 100verthan detection limit are marked with <.

P - requirementJ - according to the Regulation oj the MiniJtry~! l-lealth CR No. 252/ 2004
P - requirementJJor contact lvith drinking lvater- for metalJ - 10% oj limi/Jor TOC - 20% oj limit, for Cl-1SK-Mn­

30% oj limit, according to the Regulation oj the MiniJtry oj Health CR No. 252/ 2004
NV - reJtllt uncertain!J

The Jampling itJe!!iJ not a ml?jed oj accredited examination.

N/\1\m 01' PRODUCT:

Matcrial:

Enamcl bluc - smalt

OR[GIN OJ' I'RODUCT:

Produccd by:

VÍTKOVICE - ENVI, a.s.

Ruská 1142/30, 706 00 Ostrava-Vítkovice
'IYPE OF SI\1\II'1.1o:ITS DESCRIPTION:

Mctallic small pbte, sizc 80 x 110 x 3 mm, cnamcl surfacc , dark bluc colour , glossy and coherent

- s. imagc documcntation •
USI, :

For contact widl drinking water
S1\1\[I'1.E PREI'1\R1\T[ON:

Samplcs prc-treatrnent: accorcling to the Regulation of the Ministry of I-Iealth CR N 0.409 /2005,
Anncx No. I.: samplc was immerscd in tap water for 24 hours, and then washed off with tap
watcr for 60 minutcs, last with deioniscd water for 3 minutcs.
Material area to volume of di\uents water ratio is 1: 1. V olume of di\uents watcr: 679 ml.

Conductivity of diluents dCmlncra\ised water: 0,056 mS/m.

Averagc value K2Jn is diminished with the average value of blank samples K230.

[INDICA TOR, J(230.1 J(230.1 J(2372,1 J(2372.1 1(2372,1 P
, BLANK NO. BLANK NO. SAMPLE SAMPLE AVERAGE

9564- 9564- NO. 9565- NO. 9565-
... VALUE

1.multipl. 2. multlpl. 1. multlpl. 2. multlpl.
dcterm. detcrm. determ. determ.

0,59 0,57

1st lcach - aftcr 72±1 hours, tcmpcrature of lcaching 23±2°C

fOC: , :
tCHSK~M~I- '<: 0,42 -1--< "0,42--+

[UNIT INV: TYPE IMETIIOD
:+/- IDENTIFICAllON

i
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i~lg/l il0 . 1\ '0'077'0,5

0,08 11,0

<5 : <5

0,56 0,28

0,74 0,75

0,56 0,20

0,02 < 0,02

7,04

0,65

< 0,2 < 0,2

< 0,42 < 0,42

<5

0,47

0,92

0,40

0,03

6,98

0,66

< 0,2

< 0,42

<5 <5

0,32 0,25

0,13 0,035

0,40 0,17

0,03 < 0,02

6,30 6,25

< 0,2 < 0,2lturbidity

~.....•..........•..••• ,..•..........••....

icolour

" .

'Cr

lAJ

'pH

Ni­
'Cd
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